Materials of Construction

Part
Casing:
Impeller:

Impeller Wearing Ring:

Suction Dead Wwearing Ring:

Gland:
Shaft:

Shaft Sleeve:

Line Bearing:

Thrust Bearing:
Stuffing Box Head:
Stuffing Head or Elbow:
Seal Cage:

Packing:

Adjusting Shims:
Grease Fittings:
Coupling:

Horizontal Baseplate:
Vertical Motor Pedestal:

Standard Fitted

Cast Iron

Cast Iron

11-14% Chr. Stl. 200-250
BHN

13-15% Chr. SST 300-350
BHN

Bronze

Carbon Steel
11-14% Chr. Stl. 325-400
BHN

Opposed Tapered Roller.
Opposed Tapered Roller.
Cast Iron

Cast Iron

Teflon

Non-Asbestos

Plastic

Alemite

Falk Type T

Fabricated Steel
Fabricated Steel

ASTM A278 CL. 30
ASTM A278 CL.30

ASTM A487 GR CA-15

AISI 440A
AISI 440A
ASTM A576 GR 1045

ASTM A487 GR CA-15

ASTM A278 CL. 30
ASTM A278 CL. 30
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MIL-P-14118
Steel

All-Metal Flexible
ASTM A136
ASTM A36
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